
Customer 26065

ROMANOFF INTERNATIONAL SUPPLY

9 DEFOREST STREET

AMITYVILLE, NY, 11701

Contact Information

Contact:

Telephone:

Fax:

Order Information

Material Code: EL3003753860 Manufacturer Site: Kennedale

Material Description: A-1247RV-B (CAL) Process Order: 5103557

Mfg. Date: 8/24/2022 7:43 AM

Customer PO#:

Customer Text:

Weight:
Customer Part #:

EL30059678 v.1Specification:

3004 3004 3004 3004 3004 3004 3006 3006 3006

Batch TestTime TestTemp ARC ML TS2 TC90 CureTime CureTemp Hardness

min F Deg lb-in min min min F ShoreA

U 1 12 338.00 3.0 3.81 0.71 2.96 45 300 35.0

U 2 12 338.00 3.0 3.78 0.77 3.00 45 300 35.0

U 3 12 338.00 3.0 3.97 0.76 2.82 45 300 35.0

U 4 12 338.00 3.0 3.94 0.75 2.82 45 300 35.0

U 5 12 338.00 3.0 3.76 0.76 2.99 45 300 35.0

U 6 12 338.00 3.0 3.76 0.76 2.95 45 300 35.0

U 7 12 338.00 3.0 3.41 0.77 2.99 45 300 35.0

U 8 12 338.00 3.0 3.79 0.77 2.99 45 300 35.0

U 9 12 338.00 3.0 3.81 0.76 2.99 45 300 35.0

U 10 12 338.00 3.0 3.59 0.75 2.93 45 300 35.0

U 11 12 338.00 3.0 3.60 0.75 2.92 45 300 35.0

U 12 12 338.00 3.0 3.62 0.75 2.92 45 300 35.0

U 13 12 338.00 3.0 3.60 0.72 2.89 45 300 35.0

Count 13 13 13 13 13 13 13 13 13

Minimum 12 338.00 3.0 3.41 0.71 2.82 45 300 35.0

Maximum 12 338.00 3.0 3.97 0.77 3.00 45 300 35.0

Average 12 338.00 3.0 3.73 0.75 2.94 45 300 35.0

Std. dev. 0.0 0.000 0.00 0.155 0.018 0.062 0.0 0.0 0.00

Cp

CpK
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CERTIFICATE OF ANALYSIS

Lab authorization:

Chase Elastomers makes no representation, guarantees or warranties as to the accuracy of the foregoing information, its suitability for a particular application, or the extent to which extrapolation can occur. Variations in the methods,
conditions and equipment used commercially in materials processing preclude Chase Elastomers from making any representations, warranties or guarantees as to the suitability of the products reflected in the foregoing data for any particular
application or predicting the results obtained from the use of such products. Chase Elastomers has based the foregoing information on the results of laboratory work with small-scale equipment which may not adequately indicate scaled-up end
product performance.  The end user has all responsibility for conducting full-scale testing and evaluating end product performance, and assumes all risk and liability for any use made of the information supplied herein.  CHASE ELASTOMERS
MAKES NO REPRESENTATION, GUARANTEES OR WARRANTIES, EXPRESS OR IMPLIED, WHETHER AT LAW OR BY STATUE, INCLUDING BUT NOT LIMITED TO MERCHANTABILITY AND FITNESS FOR A PARTICULAR
PURPOSE WITH RESPECT TO THE INFORMATION CONTAINED HEREIN OR THE PRODUCTS REFLECTED IN SUCH INFORMATION. Nothing herein constitutes permission, recommendation, or inducement to practice any patented
invention without permission or license.



Lab authorization:

Chase Elastomers makes no representation, guarantees or warranties as to the accuracy of the foregoing information, its suitability for a particular application, or the extent to which extrapolation can occur. Variations in the methods,
conditions and equipment used commercially in materials processing preclude Chase Elastomers from making any representations, warranties or guarantees as to the suitability of the products reflected in the foregoing data for any particular
application or predicting the results obtained from the use of such products. Chase Elastomers has based the foregoing information on the results of laboratory work with small-scale equipment which may not adequately indicate scaled-up end
product performance.  The end user has all responsibility for conducting full-scale testing and evaluating end product performance, and assumes all risk and liability for any use made of the information supplied herein.  CHASE ELASTOMERS
MAKES NO REPRESENTATION, GUARANTEES OR WARRANTIES, EXPRESS OR IMPLIED, WHETHER AT LAW OR BY STATUE, INCLUDING BUT NOT LIMITED TO MERCHANTABILITY AND FITNESS FOR A PARTICULAR
PURPOSE WITH RESPECT TO THE INFORMATION CONTAINED HEREIN OR THE PRODUCTS REFLECTED IN SUCH INFORMATION. Nothing herein constitutes permission, recommendation, or inducement to practice any patented
invention without permission or license.

Order 5103557 Compound EL3003753860

SINCE 1949

SKU: 73-079, 73-079B

9/6/2023 Romanoff.com • Sales@romanoff.com • 631-842-2400 Page 2 of 2

CERTIFICATE OF ANALYSIS


